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Test report 
24G-003637 

 
 

Overall result Pass 

Please refer to the following pages for test result summary and notes.  
 

Client information 

 

 

Client: Coaxsher Inc 

Address: 50 Chestnut Street 
Chelan Falls 
null 
United States 

 

Sample information 

Description: Tecasafe Plus fabric & Omniweave Nomex fabric 

Country of origin: United States Labeled age grade: - 

Country of distribution: Canada; United States; Europe Tested age grade: - 

Quantity submitted: 1 lot parts   
 

General information 

Sample receipt date: 12-Jun-2024 Report date: 25-Jun-2024 

Testing period: 17-Jun-2024 to 25-Jun-2024   

 

QIMA Hansecontrol Testing Service (Dongguan) Co. Ltd.  
  

Sikin Wang Xi Jian  
Organic & Inorganic Leader, Chemical Laboratory   
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Result summary 
 
At the request of the client, the following test were conducted:  

 

Test(s) conducted Conclusion 

US States Requirement, Per-and Polyfluoroalkyl Substances (PFAS) Content (Total Fluorine 

Method)  
Pass 

 
Note: 

Test(s) marked with ‘’ indicate tests performed in external laboratories. 
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Detailed results 

 
US States Requirement, Per-and Polyfluoroalkyl Substances (PFAS) Content (Total Fluorine Method) 
 

Test Method: With reference to EN 14582:2016 

Analytical Method: Ion Chromatograph 
 

Specimen No. 1 2 --- --- 
Limit 

(mg/kg) Test Item 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 
Result 

(mg/kg) 

Per- and polyfluoroalkyl substances 
(PFAS) (as total fluorine) 

ND ND --- --- 100 

Conclusion Pass Pass --- ---  

 
Note: 
mg/kg (Milligrams per kilogram) = ppm (Parts per million) 
LT = Less than 
ND = Not Detected (Reporting Limit = 50 mg/kg) 
 
Remarks: 
The limit is referenced from California AB 652 (2021-2022) and California AB 1200 (2021-2022)  
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Specimen description 

 

Specimen # Specimen description Location 

1 DarkGreen fabric Omniweave Nomex 

2 DarkOliveGreen fabric Tecasafe Plus 
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Pictures 

 

Sample photo: 

 

 

 
 

End of the report 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

The test result(s) and conclusion(s) in this report relate only to the sample(s) as received and the method /regulation section(s) tested as described herein. If it is not further specified in 
the report, the decision rule for stating conformity is based on the QIMA decision rule. (https://www.qima.com/conditions-of-service#decisionRule ). This test report may not be 

reproduced in whole or in part, without the written approval of QIMA Hansecontrol Testing Service (Dongguan) Co. Ltd. 

 

https://www.qima.com/conditions-of-service#decisionRule
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